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Furen Wood Industry (Putian) Co.,Ltd
No.1107 giangin village, Donggiao Town, Xiuyu District, Putian City (woodProcessing area),Fujian Province,
China

Sample Description : Vanity W2386P200059

As above test item and its relevant information regarding to the submission are provided and confirmed by the
applicant. SGS is not liable to either the test item or its relevant information, in terms of the accuracy, suitability,
reliability or/and integrity accordingly.

SGS Ref No. : CAN23-0030721
Sample Receiving Date : May 16, 2023
Test Performing Date : May 16, 2023 to May 19, 2023
Test Performed . Selected test(s) as requested by applicant
Test Result(s) : For further details, please refer to the following page(s)
Test Requirement Conclusion
1 UL 817 Pass

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch
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Joan Huang
Authorized Signatory
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Test Result(s):

Test Part Description:

SN ID Sample No. SGS Sample ID Description
SN1 A1 CAN23-0030721-0001.C001 Silvery coating on plastic
Black leatheroid with white
SN2 A2 CAN23-0030721-0001.C002 backing(body)
Remarks:

(1) 1 mg/kg =1 ppm = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected (< MDL)
(4) “-“ = Not Regulated

CPSIA section 101(f) - Lead in paint/similar surface coating material

Test Method: With reference to CPSC-CH-E1003-09.1, analysis was performed by AAS/ICP-OES.

Test Item(s) Limit Unit(s) MDL Al
Lead (Pb) 0.009 % 0.0020 ND
Conclusion Pass

CPSIA section 101(a)(2) - Lead in accessible substrate materials

Test Method: With reference to CPSC-CH-E1002-08.3, analysis was performed by AAS/ICP-OES.

Test Item(s) Limit Unit(s) MDL A2
Lead (Pb) 0.01 % 0.0020 ND
Conclusion Pass

CONSUMER PRODUCT SAFETY COMMISSION-16 CFR Part 1307, Final Rule, amending CPSIA section
108, Prohibition on Sale of Certain Products Containing Specified Phthalates

Test Method: With reference to CPSC-CH-C1001-09.4, analysis was performed by GC-MS.

est ltem(s 0. imit nit(s Al A2
Test | CAS N Limt  Unit(s)  MDL A1 A2
Benzyl Butyl Phthalate (BBP) 85-68-7 0.1 % 0.005 ND ND
Dibutyl Phthalate (DBP) 84-74-2 0.1 % 0.005 ND ND
Dagpy ! Phhalates 84-61-7 0.1 %  0.005 ND ND
(DE')(EZ:FE;‘V' hexyl) Phthalate 117-81-7 0.1 % 0.005 0022  14.877*
Doy inatates (DHEXPT g4.75.3 0.1 %  0.005 ND ND
Diisobutyl Phthalates (DIBP) 84-69-5 0.1 % 0.005 ND ND
Diisononyl Phthalate (DINP) /26885551%-11%-% 0.1 % 0.005 ND ND
Dipentyl Phthalates (DPENP) 131-18-0 0.1 % 0.005 ND ND
Conclusion Pass Fail
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Notes:
(1) # = Exceed the limit

US California Proposition 65 - Lead

Test Method: With reference to CPSC-CH-E1002-08.3, analysis was performed by AAS/ICP-OES.

Test Item(s) Limit Unit(s) MDL A2
Lead(Pb) 100 mg/kg 20 ND
Conclusion Pass

Test Method:  With reference to CPSC-CH-E1003-09.1, analysis was performed by AAS/ICP-OES.

Test Item(s) Limit Unit(s) MDL Al
Lead(Pb) 90 mg’kg 20 ND
Conclusion Pass
Notes:

(1) The limit is referenced to the requirement as stated in the County of San Francisco Superior Court, Case
No. CGC-09-489839/CGC-08-476552/CGC-11-508435/CGC-01-319336/CGC-10-505118/County of Santa
Clara Case No 110 CV 172362/the Superior Court of the State of California Case No CIV 1003366/County of
Alameda Superior Court, RG 10-530436/10-530300/RG-07-356892/RG-10-514803/County of Contra Costa
Case No. CGC-09-485784/County of Marin Case No. CIV-10-00626/ Senate Bill No. 929 and Public Law
(Consumer Product Safety Improvement Act of 2008, CPSIA).

US California Proposition 65- Phthalate

Test Method: With reference to CPSC-CH-C1001-09.4, analysis was performed by GC-MS.

Test Item(s) CAS No. Limit Unit(s) MDL Al A2
Dibutyl Phthalate(DBP) 84-74-2 1000 mg/kg 50 ND ND
Benzyl Butyl Phthalate(BBP) 85-68-7 1000 mg/kg 50 ND ND
Bis-(2-ethylhexyl) a1 #
Phthalate(DEHP) 117-81-7 1000 mg/kg 50 224 148774
Diisononyl Phthalate (DINP) /26885551%-11%-% 1000  mgkg 50 ND ND
Di-n-Octyl Phthalate(DNOP) 117-84-0 1000 mg/kg 50 ND ND
Diisodecyl Phthalate (DIDP) %%2%‘_1%‘2 1000  mgkg 50 ND ND
Di-n-Hexyl Phthalate(DnHP) 84-75-3 1000 mg/kg 50 ND ND
Dicyclohexyl Phthalate(DCHP) 84-61-7 1000 mg/kg 50 ND ND
Diisobutyl Phthalate(DIBP) 84-69-5 1000 mg/kg 50 ND ND
Dipentyl Phthalate(DPENP) 131-18-0 1000 mg/kg 50 ND ND
Conclusion Pass Fail
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Notes:

(1) The limit of DBP, BBP, DEHP, DIDP and DnHP is referenced to the requirement stated in Alameda
Superior Court, BG-07-350969. The limit for DINP is reference to the requirement as stated in County of
Santa Clara Superior Court, 114CV267501, The limit for DIBP is reference to the requirement as stated in
County of Marin Case No. CIV 1602737, The limit for DNOP is reference to the requirement as stated in
County of Santa Clara Case No. 113CV242946, The limit of DCHP, DPENP is referenced to the 16 CFR
1307.

(2) # = Exceed the limit

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple
Acceptance Rule (w=0) stated in ILAC-G8:09/2019.

According to original applicant’s requirements to add the product photo:
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Sample Photo:

Product Photo

Product Photo
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**End of Report***
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